
LOG OF TEST BORING WASHINGTON STATE DEPARTMENT OF TRANSPORTATION 

S.H. S.R. 5 SECTION Trosper Rd. I/C to Martin Way I/C Job No. L-795 (L-6941) 
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Hole No. 20-B Sub Section Capitol Lake Overcrossing Cont. Sec. 3407 

Station RL. 6 982+45 Offset 40 I Rt. Ground El. -3.6 

Type of Boring Jet Casing 311 W.T. El. Unknown 

Inspector Date July 282 1955 Sheet 1 of 3 

BLOWS SAMPLE 
DEPTH PER FT. PROFILE TUBE NOS . DESCRIPTION OF MATERIAL 

j' 

' , Gravelly coarse SAND. 

h 

- \_.., . ' STD 
. PEN Blue-qrav SILT - with a trace of sand. 
I l 

5 ' 
', 

U-2 Undisturbed samole (no recoverv). 

' ' 

\.. ~· Blue-qray~ medium SAND - with a trace of aravel. 

10 

. 
--

'- ' 
. ' GRAVEL. .• 

15 ' , 
. ' STD 

PEN -
7 3 Blue. s i ltv. medium to coarse SAND - with a trace of 

qravel. 

20 Sliaht artesian water at 20 1
• --

DOT FORM 351-003 
REVISED 12 / 79 

NOTE: This is a typewritten copy of the field 
log. 

Origin al t o M ate ria ls En gi nee r 
Copy t o B ridge Eng ineer 
Copy to District Admin istrator 

-

-

C o p y to -----------



'e No. ___ 20_-_B ____ Sub Section ___ C_a~p_,_· t_o_l_L_a_k_e_O_v_e_r_c_r_o_s_s_i _n~g _______ _ 
- BLOWS 

DEPTH PER FT. PROFILE 

' ' 'Jn --
j ' 

25 
, , 
j ' 

C. ') -- --

30 

-
'--' 

C: ') 
vv 

, ' 

35 j 

" .,, 
' ' 
I 

54 ' 
j 

' ' 
40 

, , 

100 ~: 

j ' 

'--' 

DOT FORM 3S.1-003A 
REVISED 4/80 

SAMPLE 
TUBE NOS. DESCRIPTION OF MATERIAL 

j, STD 
PEN 
4 , , 

Grav, medium qravellv SAND. 

j STD 
PEN Blue. siltv. fine to medium qravellv SANn ,, 5 

' 

~ STD 
PEN Blue. siltv. ffoe to medium aravellv SAND 

' 6 

Sandv GRAVFI 
' 

STD Sandy GRAVEL. 
PEN 

7 Blue SILT. 

Blue, qravellv SAND. 

Blue, siltv. fine to medium SAND. 

STD 
PEN , ' 8 Blue SILT. 

Blue, silty, medium to coarse SAND. 
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FORM 351-003A 
REVISED 4 / 80 

SAMPLE 
TUBE NOS. DESCRIPTION OF MATERIAL 

• STD Blue, fine to medium SAND - with a trace of silt and 
t PEN 

9 wood chips. 

STD 

' PEN Blue, si ltv fine SAND - with a trace of wood chios. 
t 10 

STD • PEN Blue, s il tv. fine to medium SAND - with a trace of 
t 11 

gravel. 
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